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THICKNESSS PLY

NLHP+ 03 3.5 81 99 1.9mil Multi Layer

NLHP+ 05 5 77 99 1.9mil Multi Layer

NLHP+ 10 10 71 99 1.9mil Multi Layer

NLHP+ 15 15 68 99 1.9mil Multi Layer

NLHP+ 30 30 53 99 1.9mil Multi Layer

NLHP+ 40 38 43 99 1.9mil Multi Layer

STC NLHP+ SERIES

Note:
This information is the best currently available on the subject. The result should, however, only be regarded as a general guide to material properties and not as a

guarantee. Some of the properties can be changed as a result of the supplier’s effort to improve the quality or production efficiency
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